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ÅEvaluate the longevity and durability of chemically stabilized 

subgrade soils 

ÅExamine the modulus or stiffness as determined by DCP 

and FWD data.    

ÅUse finite element modeling to determine the level and 

nature of stresses and strains on untreated subgrade under 

the stabilized subgrade layer.   

ÅDetermine how the design of a flexible pavement should be 

modified when the subgrade is chemically stabilized.  

 

 

Background 

Ohio University ï Ohio Research Institute for Transportation and the Environment 

Research Objectives 
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ÅCompare and contrast the AASHTO 93 procedure to the 

procedure recommended by Chou et al (2004). 

ÅReview the mix design properties of chemically stabilized 

subgrade soils currently used by ODOT. Conduct an 

analysis to determine what thickness and minimum strength 

of chemically stabilized layer is necessary for construction 

and pavement design purposes.   

 

Background 

Ohio University ï Ohio Research Institute for Transportation and the Environment 

Research Objectives 
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Background 

ÅChemical Stabilization Type 

ïLime 

ïCement  

ÅVarying Age 

ïStudy Durability  

ÅState Wide  

ïVarious Soil Types 

ÅVolume Distribution 

ïInterstate/US-Highway/State Route 

ÅMinimum 20 Sites 

Ohio University ï Ohio Research Institute for Transportation and the Environment 

Test Sites 
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Flexible Pavement Design/Analysis 

Å1993 AASHTO Guide for the Design of Pavement 

Structures 

 

 

Where  

Ohio University ï Ohio Research Institute for Transportation and the Environment 

and ai is the  layer coefficient 

 typical values:  
 Asphalt surface course ï 0.44 

 Aggregate Base ï 0.14 

 Aggregate subbase course ï 0.11 [AASHTO, 1993]. 

AASHTO Pavement Design Guide 
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Flexible Pavement Design/Analysis 

Å Material mechanical 

properties and traffic 

loadings are used to 

calculate stress and 

strain 

Å Transfer functions are 

used to predict pavement 

distresses 

Å Predicted distresses are 

compared to allowable 

Å Reliability of trial section 

is determined 

 

Mechanistic/Empirical Pavement Analysis 

Ohio University ï Ohio Research Institute for Transportation and the Environment 
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Flexible Pavement Design/Analysis 

Å Modulus is one of the material properties used by 

AASHTO software to predict stress/strain 

 

Mechanistic/Empirical Pavement Analysis 
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In-Situ Methods 

ÅSoil Boring 

ÅCoring  

ÅDynamic cone penetrometer (DCP) 

ÅPortable seismic properties analyzer (PSPA) 

ÅFalling weight deflectometer (FWD) 
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In-Situ Methods 

Ohio University ï Ohio Research Institute for Transportation and the Environment 

Soil Boring / Group Index 

MR (soil) = 1200 x CBR 
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In-Situ Methods 

Ohio University ï Ohio Research Institute for Transportation and the Environment 

Coring Rig 

Measuring Pavement Thickness 

Coring 

Cores provide pavement thickness, 

samples for lab testing, and access 

for testing of base/subgrade 
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In-Situ Methods 

Determining thickness and strength/stiffness of 

base/subgrade layers with DCP 

 

 

Ohio University ï Ohio Research Institute for Transportation and the Environment 

Dynamic Cone Penetrometer (DCP) 



16 

In-Situ Methods 

Å

Ohio University ï Ohio Research Institute for Transportation and the Environment 

PR ς Penetration Rate (Depth per 
Blow) 

CBR ς California Bearing Ratio 
MR ς Resilient Modulus  
R - Resilient Modulus  
A(x) ς Cumulative Area 
Ra ς Average Response 
Aa(x) ς Cumulative Average Area  
Z(x) ς Difference of Area and 

Average Area 

*Wu & Sargand (2007) 

Analysis of DCP data 
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In-Situ Methods 

DCP ï Identify Uniform Layers 
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In-Situ Methods 

ÅStep 4 Determine Structural Number (Layer Coefficient) 

B. K. Roy (2007) 

Ohio University ï Ohio Research Institute for Transportation and the Environment 

where 

DCPNi = ith layer DCP number 

BRi = ith layer blow rate 

Ti = ith layer thickness 

where   

SNi = ith layer structural number 

DCP Analysis 
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In-Situ Methods 

ÅSeismic Analysis 

Determination of surface 

layer modulus by analysis of 

the surface waves generated 

by an impact load 

 

Ohio University ï Ohio Research Institute for Transportation and the Environment 

*http://www.ndt.net/article/ndtce2009/papers/69.pdf 

E = 2(r x VS
2)(1 + u) 

Portable Seismic Pavement Analyzer (PSPA) 



20 

In-Situ Methods 

Falling Weight 

Deflectometer (FWD) 
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Deflection Based 

FWD sensor  

configuration 


